SURFACING SUMMARY

Antistrip . . . .
Fog seal . ...
Tack coat . ...

1 % of weight of mix

0.1 galfyd2 (240.7 galfton)
0.1 galfvd2 (233 gal/ton)

Item Number 20303-1600 30202-2000 40101-1000 40105-3000 40601-0000| 41103-0000 |41201-0000
ASPHALT COMNCRETE
REMOWVAL OF ROADWAY PAVEEIEN;}ETEEDRY ANTISTRIP PRIME
Station to Station PAVEMENT, | AGGREGATE, ! FOG SEAL COAT, TACK COAT
ASPHALT METHOD 2 MOMINAL MAXIMUM |ADDITIVE, TYPE 3 METHOD 3
SIZE AGGREGATE, 0.3
TO =3 MILLION ESAL
SQYD TON TON TOMN TON SQYD TON
TOTALS 0 0 1] 0.0 0.0 0 0.0
Values used for estimating purposes:
Aggregate base . ... 139 Ib/ft3
Asphalt concrete pavement . ... 145.2 Ib/ft3




