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Section 304. — AGGREGATE STABILIZATION
	Include the following when work is required under this Section.  Edit as required.
	(WFL Specification 10/05/09)


Delete Table 304-3 and substitute the following:
	Table 304-3

Sampling and Testing Requirements
	Reporting Time
	Aggregate Cement Mixtures
	Before using

in work
	Aggregate, Fly Ash, Lime, and Cement (AFLC)
	Before using

in work

	
	Split 

Sample
	
	Yes,

when
requested
	
	Yes,

when
requested

	
	Point of Sampling
	
	Processed

material

before incorporating
in  work
	
	Processed

material

before incorporating

in work

	
	Sampling 

Frequency
	
	1 for each mixture or change in material
	
	1 for each mixture or change in material

	
	Test Methods

Specifications
	
	Cement:

AASHTO T 134

(minimum of

4 points)
	
	AFLC

ASTM C 593

Section 10 & 11 (minimum of

4 points)

	
	Category
	
	—
	
	—

	
	Characteristic
	
	Moisture-

density
	
	Moisture-

density

	
	Type of Acceptance (Subsection)
	
	Measured and tested

for conformance (106.04)
	
	Measured and tested

for conformance (106.04)

	
	Material or Product

(Subsection)
	
	Proportioning (304.03)
	
	Proportioning (304.03)


	Table 304-3 (continued)

Sampling and Testing Requirements
	Reporting Time
	Imported Aggregate
	4 hours
	4 hours
	Stabilized Aggregate
	End of shift

	
	Split 

Sample
	
	Yes, when requested
	—
	
	—

	
	Point of Sampling
	
	Processed aggregate before stabilizing
	Processed aggregate before stabilizing
	
	Compacted material

	
	Sampling 

Frequency
	
	1 per 1000 t
	1 per 3000 t
	
	1 per 500 t

or 2500m2

	
	Test Methods

Specifications
	
	AASHTO T 27

& T 11
	AASHTO T 89, Method A

& T 87
	
	AASHTO T 310 or 

other approved procedures

	
	Category
	
	
	I
	I
	II
	—
	
	—

	
	Characteristic
	
	Gradation  
	9.5 mm
	4.75 mm
	Other specified sieves
	Liquid limit
	
	In-place density & moisture content

	
	Type of Acceptance (Subsection)
	
	Statistical

(106.05)
	Measured and tested

for conformance (106.04)
	
	Measured and tested

for conformance (106.04)

	
	Material or Product

(Subsection)
	
	Aggregate

(703.05)
	
	Mixture

(304)


