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Section 411. — ASPHALT PRIME COAT

	Include the following when emulsion is used as an inverted prime.

Edit as required.
	(WFL Specification 01/01/04)


Material

411.02 Delete “Blotter”     703.13" and add the following:

Base course aggregate
703.05

Construction Requirements

411.06 Asphalt Application. Delete the second paragraph and substitute the following:

Where using an emulsified asphalt, apply it at a rate of 0.10 to 0.30 gallons per square yard. Apply the aggregate uniformly at a rate of 14 to 25 pounds per square yard with an aggregate spreader immediately after the asphalt is applied. The CO will approve the exact application rate. Operate aggregate spreader so the asphalt is covered with the aggregate before wheels pass over it. During part-width construction , leave uncovered a strip of asphalt approximately 6 inches wide to permit an overlap of asphalt material. Make roller passes to seat the aggregate immediately after the aggregate is applied. Operate rollers at a maximum speed of 5 miles per hour.

	Include the following when emulsified asphalt is used.
	(WFL Specification 01/01/04)


411.07 Acceptance. Delete the first paragraph and substitute the following:

Emulsified asphalt will be evaluated under Subsection 106.03.

Special Contract Requirements
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