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Section 412. — ASPHALT TACK COAT

	Include the following when tack is accepted by certification.

Note: Acceptance of tack is usually by certification.
	(WFL Specification 01/01/04)


Construction Requirements

412.07 Acceptance. Delete the text of the first paragraph and substitute the following:

Emulsified asphalt will be evaluated under Subsections 106.02, 106.03, and 702.09.

