03USC11/15/06
Section 416. — CONTINUOUS COLD RECYCLED
ASPHALT BASE COURSE
Construction Requirements

	Include the following when work is required in this Section.
	(WFL Specification 08/22/08)


416.06 Pavement Milling. Add the following:

Make the longitudinal edge of the milled section within 6 inches of centerline. Maintain the existing roadway crown and super section. Keep the longitudinal joint free of loose material.

	Include the following when work is required in this Section.
	(WFL Specification 08/22/08)


416.08 Spreading, Finishing, and Compacting. Add the following:
Make longitudinal joints within 6 inches of centerline or at the lane line of roadways with more than two lanes.
	Include the following when a fog seal is required.
	(WFL Specification 11/15/06)


416.09 Fog Seal. Delete the text of this Subsection and substitute the following:

When there is a pay item for fog seal in the bid schedule and when directed by the CO, place a fog seal on the surface of the recycled base after completion of initial compaction, and before the end of the shift. Dilute the fog seal 50 percent by volume with water and apply it at a rate of 0.20 to 0.90 liters per square meter. Place blotter according to Section 411.
Special Contract Requirements
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