03M01/02/08
Section 601. — MINOR CONCRETE STRUCTURES

	Include the following in all projects requiring minor concrete.
	(WFL Specification 01/02/08)


Construction Requirements

601.03 Concrete Composition. Delete Table 601-1 and substitute the following:

	Table 601-1

Composition of Concrete

	Property
	Specification

	Cement content
	362 kg/m3 minimum

	Water/cement ratio
	0.49 maximum

	Slump
	125 mm maximum

	Air content
	4% minimum

	Size of coarse aggregate
	AASHTO M 43

with 100% passing the

37.5 mm sieve

	28-day compressive strength
	21 MPa minimum


	Include the following in all projects requiring minor concrete.
	(WFL Specification 07/26/05)


601.07 Acceptance. Amend as follows:

Delete the text of this Subsection and substitute the following:

Material for minor concrete structures will be evaluated under Subsections 106.02 and 106.03.

Excavation and backfill will be evaluated under Section 209.

Construction of minor concrete structures will be evaluated under Subsections 106.02 and 106.04.

Delete Table 601-2 Sampling and Testing Requirements.

