03USC03/08/11
Section 702. — ASPHALT MATERIAL
	Include the following when CMS-2s is required.
	(WFL Specification 03/08/11)


702.03 Emulsified Asphalt. Add the following to paragraph (b):
For CMS-2s conform to AASHTO M 208, Table 1 requirements for CMS-2, except that the percent oil distillate, by volume of emulsion must be at least 5.0 and no greater than 20.0 and the minimum percent residue is reduced to 60.
Furnish naphtha with a boiling range between 122 and 400 ºF as the oil distillate.
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