03M01/01/04

Section 708. — PAINT

	Include the following when Section 613 is required.
	(WFL Specification 01/01/04)


708.05 Penetrating Stain. Delete the last sentence and add the following:

(e) Mildew resistance: According to Federal Test Method Standard 144, Method 6271.

Store stain according to manufacturer's recommendations, with special attention given to recommended temperature range.

Stains complying with the above requirements are available from:

Custom Rock International

1156 Homer Street

St Paul, Minnesota 55116

Phone: 612-699-1345

