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	Use on projects when concrete pavement restoration is required.
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Material
502.02  Add the following:
Sealants, fillers, and seals	712.01
Construction Requirements
502.05(d)  Joints.  Delete the last sentence and substitute the following:
Seal the joint according to Subsection 502.07.
