


[bookmark: Division700][bookmark: _GoBack]Section 701. — CEMENT
7/21/17–FP14
WFL Specification 07/21/14	7010010
Consult with Materials. Include the following when structural concrete is required and the concrete exposed to soils or groundwater REQUIRES SULFATE RESISTING CEMENT.
701.01 Hydraulic Cement.  
Delete the text of paragraph (a) and substitute the following:
 (a) Portland Cement. Conform to AASHTO M 85, type V and the low alkali cement criteria of Table 2 Optional Chemical Requirements.



