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Less than 1"
See Note 3

Strike off material flush
with existing surface \ /

1" and greater

Ensure all remaining overband is
flush with the existing surface

Seal crack with hot applied crack sealant

CRACK SEALING

CRACK SEALING AND FILLING

CRACK FILLING
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NOTES:

1. Prepare cracks for sealing and filling
according to Section 414. Follow
manufacturer's recommendations for
sealing and filling cracks.

2. Force crack repair material into cracks
to ensure adhesion to existing surface.

3. See Subsection 414.06 for minimum

crack width.

Fill crack with hot applied crack filler flush with existing surface
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